The purpose of this review was to investigate the correlation between magnetism and crystallographic structures as it relates to the martensite transformation of Ni 2 MnGa type alloys, which undergo martensite transformation below the Curie temperature. In particular, this paper focused on the physical properties in magnetic fields. Recent researches show that the martensite starting temperature (martensite transformation temperature) T M and the martensite to austenite transformation temperature (reverse martensite temperature) T R of Fe, Cu, or Co-doped Ni-Mn-Ga ferromagnetic shape memory alloys increase when compared to Ni 2 MnGa. These alloys show large field dependence of the martensite transformation temperature. The field dependence of the martensite transformation temperature, dT M /dB, is −4.2 K/T in Ni 41 Co 9 Mn 32 Ga 18 . The results of linear thermal strain and magnetization indicate that a magneto-structural transition occurred at T M and magnetic field influences the magnetism and also the crystal structures. Magnetocrystalline anisotropy was also determined and compared with other components of Ni 2 MnGa type shape memory alloys. In the last section, magnetic field-induced strain and magnetostriction was determined with some novel alloys.
Magnetic Properties of Ni 2 MnGa Type Ferromagnetic Shape Memory Alloys

Outline
Ferromagnetic shape memory alloys (FSMAs) have been extensively studied as potential candidates for smart materials. Among FSMAs, Ni 2 MnGa is the most familiar alloy [1] . It has a cubic L2 1 Heusler structure (space group Fm 3 m) with lattice parameter a = 5.825 Å at room temperature, and it orders ferromagnetically at the Curie temperature T C ≈ 365 K [2, 3] . Upon cooling from room temperature, a martensite transformation occurs at the martensite transformation temperature T M ≈ 200 K. Below T M , a superstructure is formed because of lattice modulation [4, 5] . For the Ni-Mn-Ga Heusler alloys, T M varies from 200-330 K by non-stoichiometrically changing the concentration of the chemical composition.
Several studies on Ni-Mn-Ga alloys have addressed martensite transformation and correlation between magnetism and crystallographic structures [6] [7] [8] [9] [10] [11] [12] [13] [14] [15] [16] [17] [18] . Ma et al. [7] studied the crystallography of Ni 50+x Mn 25 Ga 25-x alloys (x = 2-11) by powder X-ray diffraction and optical microspectroscopy. In the martensite phase, typical microstructures were observed for x < 7. The martensite variants exhibit configurations typical of self-accommodation arrangements. The typical width of a variant is about 1 μm, by means of the TEM image of Ni 54 Mn 25 Ga 21 , which is shown in [7] , and the strict twin structure of the microstructure is beneficial to the thermoelasticity of its martensitic transformation. A few studies discussed the interaction between magnetism and crystallographic rearrangements [1, 8, 9, 17, 18] . The memory strain, which means the second thermal cycle and the relative elongation obtained before the pre-deformation, was observed in single crystal Ni 2 MnGa and polycrystal Ni 53.6 Mn 27.1 Ga 19.3 [10] . As for magnetism, the magnetocrystalline anisotropy constant K U in the martensite phase is 1.17 × 10 5 J/m 3 , which is four times higher than that in the austenite phase (0.27 × 10 5 J/m 3 ) [1] . Manosa et al. [8] indicated that the martensite transformation takes place in the ferromagnetic phase, and the decrease in magnetization observed at fields between 0 and 1 T is due to the strong magnetocrystalline anisotropy of the martensite phase in association with the multi-domain structure of the martensite state. Sánchez-Alarcos et al. [9] investigated the influence of atomic order on the magnetic properties in a polycrystal Ni 49.5 Mn 28.5 Ga 22 ferromagnetic shape memory alloy. Different thermal treatments were performed to modify the degree of the atomic order of the alloy. They analyzed the effect of the different thermal treatments on the magnetic and structural characteristics by a superconducting quantum interference device (SQUID) and differential scanning calorimetry (DSC) measurements. Magnetic and structural properties of the alloys are modified as a consequence of the atomic order change. The martensitic transformation temperatures increase as long as the degree of the atomic order of the alloy increases. On the other side, the Curie temperature and magnetization saturation also reflect the degree of the atomic order of the alloy, but seem to be linked to the particular order of the Mn sub-lattice.
Magnetocrystalline Anisotropy
Likhachev et al. [17] stated that the magnetic driving force responsible for twin boundary motion is practically equal to the magnetocrystalline anisotropy constant K U . The magnetic driving force applied to twin boundaries is equal to a difference in magnetization free energies between the different twin variants of martensite. This difference also characterizes the energy of uniaxial magnetization anisotropy and can be calculated from the corresponding magnetization measurements. The magnetic driving force achieves its maximal value of 0.13 MPa in a magnetic field higher than 0.8 T. This value is sufficient to explain the high 5% magnetic field-induced strain in some Ni-Mn-Ga alloys, which have very low (2 MPa) twinning stress. They also pointed out that there is a definite analogy between the deformation effects caused by the mechanical and magnetic driving forces. For instance, in both cases, the macroscopic twining strain -driven by the mechanical stress or the magnetic field applied -can be expressed through the same universal function dependent on the corresponding mechanical or magnetic driving force. This universality rule allows performing the quantitative calculations of the magnetic field induced-strain as a function of field by using the mechanical testing results. The magnetization results indicate that the martensite Ni-Mn-Ga alloys have higher magnetocrystalline anisotropy compared to Mn ferrites. Furthermore, magnetization results indicate that the coercivity and saturation field at the martensite phase are higher than those of the cubic austenite phase [11] [12] [13] [14] [15] . Zhu et al. [11] investigated the lattice constant change Δc/c of −4.8% of Ni 51.9 Mn 23.2 Ga 24.9 by means of X-ray diffraction study around martensite transformation temperature. Chernenko et al. [12] also studied about magnetization and X-ray powder diffractions, and clear changes were found at T M for both measurements. Murray et al. [18] studied the polycrystal Ni-Mn-Ga alloys. The magnetization step at T M was also observed, which is a reflection of the magnetocrystalline anisotropy in the tetragonal martensite phase. In the martensite phase, strong magnetocrystalline anisotropy exists. Then the magnetization that reflects the percentage of the magnetic moments parallel to the magnetic field is smaller than that in the austenite phase where the magnetocrystalline anisotropy is not strong in the weak magnetic field. Therefore, the magnetization step is observed at T M . Nuclear magnetic resonance (NMR) experiment was performed by Golub et al. [13] to investigate the correlation between magnetic properties and local structure in Ni-Mn-Ga systems from a microscopic view. NMR experiments indicate Mn-Mn indirect exchange via the faults in Mn-Ga layers interchange caused by excessive Ga. This result indicates that the exchange interaction between Mn-Mn magnetic moments is sensitive with the lattice transformation. Then the magnetism changes from soft magnet in the austenite phase to hard magnet in the martensite phase, which is due to higher magnetocrystalline anisotropy.
To use Ni-Mn-Ga alloys as advanced materials for actuators in daily use, magnetic actuators should be used around room temperature (300 K). Therefore, we selected the Ni 52 Mn 25 Ga 23 alloy, which shows ferromagnetic transition at the Curie temperature T C (about 360 K), and the martensite transformation occurs around 330 K.
Recently, Sakon et al. [19] investigated the correlation between magnetism and crystallographic structures as it relates to the martensite transformation of Ni 52 Mn 25 Ga 23 , which undergoes the martensite transformation below T C [6, 7] . The current study particularly focused on the physical properties in magnetic fields. Here, we analyzed that by using the polycrystal samples, it is possible to provide information on the easy axis of the magnetization in the martensite structure with temperature-dependent strain measurements under the constant magnetic fields. Thermal strain, permeability, and magnetization measurements were performed for polycrystal Ni 52 Mn 25 Ga 23 in magnetic fields (B), and magnetic phase diagrams (B-T phase diagram) were constructed [19] . Thermal strain measurements (linear thermal expansion) and magnetostriction measurements were performed using strain gauges (Kyowa Dengyo Co. Ltd., Chofu, Japan) under steady fields. The magnetic permeability measurements were performed in AC fields with a frequency, f = 73 Hz, and a maximum field, B max = 0.0050 T. AC fields were applied along the longitudinal axis of the sample. Permeability increases above 330 K, and suddenly decreases around 360 K. The temperature dependence of permeability μ and differential of the permeability dμ/dT are shown in Figure 1a ,b, respectively. When cooling from a high temperature, permeability shows a sudden increase at about 356 K and decreases at 327 K. The clear peaks at these temperatures are shown in Figure 1b . The sudden changes in permeability indicate that the ferromagnetic transition occurs around 358 K. The temperature dependence of permeability for Ni 52 Mn 25 Ga 23 is similar to that for Ni 52 Mn 12.5 Fe 12.5 Ga 23 , which shows the transition from a ferromagnetic-martensite (Ferro-M) phase to a ferromagnetic-austenite (Ferro-A) phase [20] . The step around 333 K (heating process) and 327 K (cooling process) for Ni 52 Mn 25 Ga 23 in Figure 1a reflects stronger magnetocrystalline anisotropy in the tetragonal martensite phase [8, 18] [9, 18, 20] below the field of 10 mT. (Figure 4) , the magnetization at B = 0.5 T, 1 T, and 5 T just above T M is smaller than that below T M , which is different from the temperature dependence of the permeability in Figure 2 . It is conceivable that the magnetocrystalline anisotropy in the martensite phase is larger than that in the austenite phase. As for Ni 49.5 Mn 28.5 Ga 22 [9] , the permeability measurement results indicate that the ferromagnetic transition from the paramagnetic-austenite (Para-A) phase to the Ferro-A phase occurs around 358 K. On the other hand, for Ni 52 Mn 25 Ga 23 , the linear strain does not show noticeable anomaly at the ferromagnetic transition around 358 K ( Figure 5 ). When cooling from 370 K, the thermal strain shows a peak at 329 K for Ni 52 Mn 25 Ga 23 . This may be attributed to the intermingling of the L2 1 austenite lattices and the 14M martensite lattices at the martensite transformation. The sequential phenomenon is observed in single crystal Ni 2.19 Mn 0.81 Ga [21] . Zhu et al. [11] suggest that the small satellite peaks in heat flow plot of Ni 51.9 Mn 23.2 Ga 24.9 , which flanks the central peak, indicate that the structural transition takes place in multiple steps. The results of thermal strain in a magnetic field and magnetic field-induced strain yield information about the twin boundary motion in the fields. The difference of magnetocrystalline anisotropy constant K U between the value in the martensite phase and that in the austenite phase for a Ni 2 MnGa single crystal [1] indicates that the magnetocrystalline anisotropy is about four times larger in the martensite phase than the austenite phase. The Zeeman energy and/or magnetocrystalline anisotropy energy that is sufficient to induce motion of the twin boundary is denoted as M S B S /2 = K U [1] , where, M S is the saturated magnetization and B S is the saturated magnetic field. Kim et al. [14] [13] . These results are indicative of high magnetocrystalline anisotropy.
Straka et al. [22] performed a study on temperature dependence of magnetocrystalline anisotropy of three different martensites known to exist in the Ni-Mn-Ga alloys. The anisotropy constants were determined from magnetization curves measured at different temperatures. The anisotropy of at room temperature. For uniaxial anisotropy, the temperature dependence of the first anisotropy constant K 1 below T c can be described by magnetization power law [23, 24] :
where, M s is the saturation magnetization. Co follows this power law with exponent n = 3. Fe follows with exponent n = 4 [25] .
The temperature dependence of K 1 (T) follows magnetization power law with exponent n = 3 in Equation (1) suggesting a single ion origin of the magnetocrystalline anisotropy in Ni-Mn-Ga marten site. The temperature dependence of K 1 and K 2 does not follow power law with exponent n = 3; rather n is between two and three.
Okamoto et al. [26] measured the magnetizations of 10 M martensite in Ni 2 MnGa and 2 M martensite in Ni 2.14 Mn 0.92 Ga 0.94 single crystals. As for Ni 2 MnGa, the magnetic easy axis is the c axis. On the contrary, the magnetic easy axis is the a axis for Ni 2. (1) is n = 2.5.
Now we compare the Ni-Mn-Ga alloys with 4f rare earth compounds and 5f uranium compounds, which have a highly magnetocrystalline anisotropy. The magnetization of Nd 2 Fe 17 single crystal indicates that the c-axis is the hard axis and the b-axis is the easy one [28] . The magnetocrystalline anisotropy constants of the Nd-sublattice were estimated to be K . The temperature dependence of the second order magnetocrystalline anisotropy constant K 2° in Equation (1) strayed out from the curve of power law with n = 3. The saturation magnetization is mainly dominated by the Fe-sublattice moment, where the magnetocrystalline anisotropy is strongly dominated by the Nd-sublattice anisotropy. The sharp drop of the anisotropy constant K 2° is mainly due to the large thermal fluctuation of the magnetic moment of theNd-sublattice with temperature, compared with the Fe-sublattice.
As for 5f electron compound UGe 2 single crystal [29] , it has a highly magnetocrystalline anisotropy because the magnetization curves reflect the large magnetocrystalline anisotropy. The magnetocrystalline anisotropy constant K 1 = 3.4 kJ/kg. The density value ρ = 10.26 g/cm 3 . This value is comparable with that of K 1 Nd for Nd 2 Fe 17 single crystal. The exponent n in Equation (1) is 1. This is smaller than n = 3. This analysis indicates that UGe 2 retains magnetocrystalline anisotropy until high temperature. Magnetocrystalline anisotropy constant K and the exponent of Equation (1) are summarized in Table 1 . With an increase in constant K, the exponent n comes smaller. In strong correlated electron systems such as 4f or 5f electron compounds, which have highly anisotropic electron orbital, itinerant bands predominate the magnetic properties.
In the next section, we mention the theoretical studies about the phase diagram of Ni 2 MnGa type Heusler alloys considering the magnetocrystalline anisotropy [31] .
Structural and Magnetic Properties in Magnetic Fields
In this section, we mention the substitution Fe, Cu, or Co atoms for Mn or Ga atoms in Ni 2 MnGa alloys.
Ni-Fe-Ga Heusler alloys are the new promising FSMAs for which T M varies from 150 K to room temperature and exhibits excellent ductility [32] [33] [34] . The Ni 54 Fe 19 Ga 27 alloy transforms from high temperature L2 1 phase to the martensite phase having a monoclinic structure [33, 34] . Kikuchi et al. [20] have reported the magnetic properties of Ni 50+x Mn 12.5 Fe 12.5 Ga 25−x (0 ≤ x ≤ 5.5) ferromagnetic alloys, which were produced by replacing Ga with Ni in Ni 50 Mn 12.5 Fe 12.5 Ga 25 alloy. The measurements of temperature dependence of magnetization for this series were performed [35] . It was observed that T C gradually decreases with the concentration x, while T M and the reverse martensitic transformation temperature T R increases with x and exhibits saturation behavior for x ≥ 3.0. The linear thermal expansion measurements of Ni 52 Mn 12.5 Fe 12.5 Ga 23 were performed in static magnetic fields. When cooling from 310 K (Ferro-A phase), the alloy shrinks gradually in zero magnetic fields. Small elongation was observed at 288 K. Then, sudden shrinking occurs below 286 K, which indicates transformation from the austenite to martensite phase. The T M of this alloy is 284 K. The reason of small elongation at 288 K is considered to be that L2 1 and 14M structures coexist each other. Therefore, apertures between L2 1 and 14M structures were originated and a small expansion occurred. As for Ni 2+x Mn 1-x Ga alloys, small elongation was observed just above T M [36] . The phase below T M is Ferro-M. When heating from 270 K, expansion occurs at about T R = 288 K, which indicates reverse martensitic transformation [20] . Small elongations just above the temperatures of T M and T R were also observed in polycrystal Ni 2+x Mn 1−x Ga (0.16 ≤ x ≤ 0.20) [36] .
T M and T R gradually changed with increasing magnetic fields. The strain at T M and T R was about −2.5 × 10 −3 (−0.25%) and was almost the same as that in magnetic fields. Kikuchi et al. [20] performed the X-ray diffraction experiments of Ni 50+x Mn 12.5 Fe 12.5 Ga 25−x . The X-ray patterns at room temperature (T = 300 K, austenite phase) for the samples of 0 ≤ x ≤ 2.0 were indexed with the L2 1 Heusler structure. In the X-ray diffraction pattern at room temperature of the sample with x = 2.0, a very weak reflection from a γ phase was observed, where the γ phase has a disordered face-centered cubic (fcc) structure. The lattice parameter a of x = 2.0 was found to be 5.7927 Å [37] . On the other hand, the martensite phase appeared at room temperature. The martensitic structure of x = 3.0 was indexed as a monoclinic structure with 14 M (7R) structure. The lattice parameters of the sample were determined as a = 4.2495 Å, b = 2.7211 Å, c = 29.340 Å, and β = 93.36° at room temperature. We estimated the strain of Ni 52 Mn 12.5 Fe 12.5 Ga 23 (x = 2.0) at T M using the lattice parameter of x = 2.0 in the austenite phase and x = 3.0 in the martensite phase [35] . In the austenite phase, for the L2 1 cubic structure, the lattice parameter a was 5. 
The linear strain of a polycrystal is one-third of the volume strain. Therefore, we estimate the linear strain Δε as,
This estimated value is approximately comparable to the strain value Δε = −0.25% of Ni 52 Mn 12.5 Fe 12.5 Ga 23 obtained from the experimental study in [35] .
T M and T R gradually changed with increasing magnetic fields. The strain at T M and T R was about −2.5 × 10 [35] . When cooling from a high temperature in the parent austenite phase, it shrinks and the permeability increases at about T M = 308 K. The permeability at the austenite phase is very low compared to the martensite phase. These results indicate that the region above T M or T R is Para-A and the region below T M or T R is Ferro-M. When heating from a low temperature, the expansion occurs at about T R = 316 K, which indicates reverse martensitic transformation. The strain at T M or T R is about 3.0 × 10 Thermal expansion, permeability, and magnetization measurements of ferromagnetic shape memory alloy, Ni 2 MnGa 0.88 Cu 0.12 , were performed across T M and T R at atmospheric pressure [38] . When cooling from the austenite phase, a steep decrease was found in thermal expansion due to martensite transformation. The permeability indicates a sharp peak around T M and ferromagnetism below T M . Considering the permeability and magnetization results of Ni 2 MnGa 0.88 Cu 0.12 , the region above T M or T R is the Para-A phase and the region below T M or T R is the Ferro-M phase. T M and T R increased gradually with increasing magnetic field. The shift of T M in magnetic fields around zero magnetic fields were estimated as dT M /dB = 1.3 K/T. The shift of T M also indicates that magnetization influences martensite transformation and the increase of T M in accordance with the magnetic fields is proportional to the difference between the magnetization of austenite and martensite phases.
Albertini et al. [39] investigated the composition dependence of the structural and magnetic properties of the Co-doped Ni-Mn-Ga ferromagnetic shape memory alloy around the Mn-rich composition Ni 50 Mn 30 Ga 20 . The magnetic and structural properties displayed noticeable discontinuities across the martensite transformation; there was a remarkable jump (ΔM) in the values of the saturation magnetization at the transformation, which indicates that a metamagnetic transition occurred under the magnetic field. The field dependence of the martensite transformation temperature (dT M /dB) and that of the crystalline volume change (ΔV/V) was reported and found to be considerably enhanced by the additional In-doping of the quaternary alloy. The most remarkable alloy is Ni 41 Co 9 Mn 32 Ga 18 [39] . When cooling from 500 K, it shows a ferromagnetic transition at T C A = 456 K in the austenite phase. At the martensite transformation temperature, T M = 420 K, its AC susceptibility drastically decreased. Below 300 K, its AC susceptibility gradually increased and a distinct peak was found at T C M = 257 K in the martensitic phase. When heating from 200 K, the Curie temperatures T C M and T C A were the same as the temperatures in the cooling process. The reverse martensitic temperature T R was 436 K. Thus, AC susceptibility indicates re-entrant magnetism, ferromagnetic-paramagnetic, or weak ferromagnetic-ferromagnetic states, which may be related to the crystal structures. Thermal strain, magnetostriction, and magnetization measurements of the polycrystal ferromagnetic shape memory alloy, Ni 41 Co 9 Mn 31.5 Ga 18.5 , were performed across T M and T R , at atmospheric pressure [40] . The AC susceptibility also indicates re-entrant magnetism. The isothermal magnetization curve (M vs. B) shows S-shape metamagnetic transition between 320 K and 390 K. Strong magneto-structural coupling was indicated by the magnetic properties and phase transitions. When cooling from the austenite phase, a steep decrease in the thermal expansion due to the martensite transformation at T M was found. When heating from the martensitic phase, a steep increase in the thermal expansion due to the reverse martensite transformation at T R was observed. These transition temperatures decreased gradually with increasing magnetic field. The field dependence of the martensite transformation temperature, dT M /dB, is −4.2 K/T and that of the reverse martensite transformation temperature, dT R /dB, is −7.9 K/T in Ni 41 Co 9 Mn 31.5 Ga 18.5 . The metamagnetic transition appeared between 330 K and 390 K. The results of thermal strain and magnetization indicate that a magneto-structural transition occurred at T M . Ni 50−x Co x Mn 31.5 Ga 18.5 (0 ≤ x ≤ 9) was also investigated across the martensite transformation temperature T M and the reverse martensite transformation temperature T R at atmospheric pressure [41] . By means of X-ray powder diffraction, the samples were confirmed as a single phase with D0 22 tetragonal structure at 298 K in the martensite phase. These transition temperatures increased gradually with increasing Co component x. Moreover, temperature hysteresis in the thermal cycles of the magnetization across the T R and T M became larger with the increasing of x. Wide temperature hysteresis of T M − T R = −65 K at zero fields was observed in the thermal strain measurement. 
Single crystal Ni 45 Co 5 Mn 36.7 In 13.3 (13.3 In), which was studied by Kainuma et al. [42] , also shows the re-entrant ferromagnetic property. The T M and T R decreased with the increasing of magnetic fields. The thermo-magnetization curve (M vs. T) indicates that the decrease of T M , ΔT M from 0.05 T to 7.0 T is about 30 K. Large hysteresis was shown in the thermo-magnetization curve. Monroe et al. [43] suggested that Kinetic Arrest effect phenomenon appeared in Ni-Co-Mn-In alloys. The magnetic field change of the T M , dT M /dB, is −4.3 K/T. The isothermal magnetization curve (M vs. B) shows S-shape metamagnetic transition between 270 K and 310 K [42, 44] .
Spontaneous magnetizations at the martensite phase M M and the austenite phase M A are shown in Table 2 . The dT M /dB is also shown. It is clear that the dT M /dB of the alloys of which magnetic transition and martensite transiton occurs at almost the same temperature are large. Some Ni-Co-Mn-Ga and Ni-Co-Mn-In alloys indicate minus dT M /dB values, which indicate the re-entrant magnetism. These results indicate that the magneto-structural interactions are large in the alloys, which have large dT M /dB values.
The change in transition temperature (ΔT) induced by a change in magnetic field (ΔB) is approximately given by the Clausius-Clapeyron relation in the magnetic phase diagram as
where ΔM and ΔS are the differences in magnetization and entropy change between the austenite and martensitic phases, respectively [42, 45] . From the experimental results in this study, dT R /dB is determined as −7. /kg, and then, −ΔS/ΔM = dB/dT is −0.18 T/K, given by Equation (2). However, the measured dT R /dB = −0.13 K/T is 30% smaller than the calculated value. The latent heat of the martensite transformation is not small. Therefore, the ambiguity for the value of ΔS is large, thereby giving rise to the large ambiguity present in this calculation.
Satyanarayan et al. [46] and Nishiyama [47] mentioned the relation between free energy and T M or T R in magnetic fields. It is well known that the T M of Iron steels increase with increasing magnetic fields. The dT M /dB is about few K/T. The increase of the martensite α' phase is a few percent for 1 T field increase. In usual Iron steels, γ phase is the nonmagnetic phase and α' phase is the ferromagnetic phase.
The free energy of α' phase is lower in magnetic fields and then, the percentage of α' phase increases. This is because the free energy lowers due to Zeeman energy in ferromagnetic α' phase. Figure 6 shows the temperature and magnetic field dependence of Gibbs's free energy. In zero fields, the martensite transformation occurs at the T M , where the motive force ΔF is equal to the difference of the free energy between the martensite α' phase and γ phase. In magnetic fields, the free energy of α' phase is lowered due to the Zeeman energy magnetic energy ΔE. Consequently, the T M increases, as shown in Figure 6 (a). The relation between ΔF, ΔE, T M , and ΔT, the temperature change of T M , is,
where,
In some Iron steels, experimental results and calculated results obtained by Equation (3) are almost the same [46] . This approach could be applicable to ferromagnetic Heusler alloys Ni 2 MnGa and Ni 2+x Mn 1−x Ga.
Meanwhile, the T M of Ni-Co-Mn-Ga and Ni-Co-Mn-In alloys decreases with increasing magnetic fields, as shown in Figure 6 (b). The phase just below the T M of these alloys is the martensite paramagnetic (or weak ferromagnetic) phase and the phase just above the T M is the ferromagnetic austenite phase. In magnetic fields, the free energy of the austenite phase lowers and the percentage of the austenite increases due to Zeeman energy. Consequently, in the magnetic B-T phase diagram, the domain of the austenite phase increases and the T M decreases. ΔT/ΔB = 3.3 K/T decrease. The difference between the experimental value of dT M /dB is −4.2 K/T and the calculated value is supposed to the latent heat of the first order martensite transformation.
Kataoka et al., studied about the martensite transformation and ferromagnetic transition of Ni 2 Mn 1−x Cu x Ga (0 ≤ x ≤ 0.40) [31] and Ni 2 MnGa 1−y Cu y (0 ≤ x ≤ 0.40) [48] alloys and made x − T, or y − T phase diagrams. They suggested that the characteristics of the phase diagrams are very similar to those of Ni 2+x Mn 1−x Ga (0 ≤ x ≤ 0.40) alloys [49] . Kataoka et al. [31] explained the phase diagram of Ni 2 Mn 1−x Cu x Ga (0 ≤ x ≤ 0.40) alloys using the Landau-type phenomenological free energy as a function of the martensitic distortion and magnetization. Their analysis showed that the bi-quadratic coupling term, together with a higher order term, of the martensitic distortion and magnetization plays an important role in the interplay between the martensite phase and the ferromagnetic phase. Their calculation based on the phenomenological free energy is shown as
where, F tot is the total free energy, F ela the free energy of the elastic strain e ij , F mag the free energy of the magnetic system including the magnetic exchange energy and the magnetocrystalline anisotropy energy, and F mag-ela the energy of the interaction between the distortion and the magnetization. The calculated x -T phase diagram of Ni 2 Mn 1−x Cu x Ga agrees well with the phase diagram, which was obtained from the experimental results. In addition, they suggested that the bi-quadratic term,
, in F mag-ela affects the large magneto-structural coupling. Thus, strong magneto-structural coupling was displayed to play an important role in the magnetic properties and phase transitions of FSMAs. In the last part of Section 1, we mentioned about the magnetocrystalline anisotropy. The large magnetocrystalline anisotropy influences the magneto-elastic coupling F mag-ela by means of the bi-quadratic term, The magnetic field-induced strain in single crystal, or magnetostriction in polycrystal in Ni 2 MnGa, Ni-Co-Mn-Ga, and Ni-Co-Mn-In alloys also suggest a strong magneto-structural coupling. In the next section, we will mention the magnetic field-induced strains of the magnetic shape memory alloys.
Magnetic Field-Induced Strain and Magnetostriction in Shape Memory Alloys
Large magnetic field-induced strains (MFISs) have been observed in several Heusler single crystal alloys. These materials based on a Ni 2 MnGa alloys have been characterized on the basis of the rearrangement of martensitic structural variants due to an external field [1, 50, 51] . MFISs of 6.0% have been produced at room temperature in single crystals of Ni 49.8 Mn 28.5 Ga 21.7 (T M = 318 K) by application of fields of order 400 kA/m (=0.50 T) under an opposing stress of order 1 MPa [52] . The strain is the result of field-induced twin boundary motion. A disordered Fe-31.2%Pd (at.%) alloy (A1-type cubic) [53, 54] , and an ordered Fe 3 Pt (L1 2 -type cubic) ferromagnetic alloy [55, 56] , have attracted considerable interest due to the large MFISs. The Ni-Mn-Ga, Fe-Pd, and Fe-Pt alloy shave attracted considerable attention as materials for magnetic actuators. Recently, MFIS experiments at an AC magnetic field or pulse magnetic field have been carried out and the dynamical MFIS response of the Ni-Mn-Ga alloy has been reported by Henry et al. [57] . The 3% MFIS of FSMA Ni 49.8 Mn 28.5 Ga 21.7 at uniaxial bias stress of 1.6 MPa and an AC magnetic field of 2 Hz has been observed at the AC fields of 6 kOe. Even at a faster AC field, a strain of 2.5% at 150 Hz and a strain of 0.6% at 332 Hz have been observed. On the other hand, the MFISs without a bias stress have been observed in the Fe-Pd and Fe-Pt alloys. As for a Fe-31.2%Pd (at.%) single crystal alloy, a strain of 0.4% has been observed in single-shot pulse fields at the fields of 12 kOe with a frequency of 80 Hz at 77 K, which is much lower than the martensite transformation temperature T M = 230 K [58] . With regard to the Fe 3 Pt single crystal alloy, an MFIS of 1.7% has been observed and a recoverable strain of about 0.6% has been induced in single-shot pulse fields at the fields of 20 kOe with a frequency of 160 Hz at 4.2 K in the martensite state (T M = 85 K) [59] .
New alloys in the Ni-Mn-In, Ni-Mn-Sn, and Ni-Mn-Sb Heusler alloy systems, which are ferromagnetic shape memory alloys, have been studied by a Tohoku University group of researchers [60] . These alloys indicate a very small magnetization in the martensite phase compared to the parent phase. Oikawa et al. [61] studied the magnetic and martensite transformation behaviors of a Ni 46 Mn 41 In 13 alloy through various techniques, such as scanning calorimetry and vibrating sample magnetometry. A metamagnetic transition from the paramagnetic martensite phase to the ferromagnetic austenite phase was detected and a magnetic field-induced reverse martensite transformation was confirmed in a high magnetic field. This alloy is a metamagnetic shape memory alloy with a magnetic field-induced shape memory effect and is used as a magnetocaloric material. Ni-Co-Mn-In alloys, in which Co is added to Ni-Mn-In to increase Curie temperature, show a basic shape memory behavior in a compression stress-strain measurement. As for Ni 45 Co 5 Mn 36.7 In 13.3 (13.3In), which was mentioned in Section 2, a large MFIS has been observed [42] . After a compression prestrain of about 3% was applied to the 13.3In alloy, the steady magnetic field was applied parallel to the compression axis of the sample. The MFIS was measured by a three-terminal capacitance method. The expansion of 3% was observed at around 35 kOe, indicating an almost complete shape recovery induced by a magnetic field. Using this expansion, a stress of about 100 MPa was generated in the material on the application of a magnetic field. This stress level is about 50-fold higher than those of other shape memory alloys.
Polycrystal samples are better for magnetostriction measurements as MFIS is hindered by the grain boundaries [62] . Therefore, the realistic magnitude of the magnetostriction can be observed. Barandiarán et al. [62] observed the magnetostriction in polycrystal Ni 51.1 Mn 24.9 Ga 24.0 . The sign of the longitudinal magnetostriction is negative and the magnitude is 100 ppm or smaller. The magnitude of the longitudinal magnetostriction at 1.5 T is −67 ppm at 180 K. The minus sign indicates the contraction. They mentioned that the observed behavior can only be understood if the short easy axes of tetragonal martensitic lattice (c-axis) are preferably aligned perpendicularly to the slab plane.
Sakon et al. [19] measured the strain for polycrystal Ni 52 Mn 25 Ga 23 . At zero magnetic field, the strain is 3.6 × 10 −4 ( Figure 5 ). On the other hand, the strain in a magnetic field is about 7.1 × 10
, which is almost twice that in zero field. Ullakko et al. . This is only a small fraction compared to the lattice constant change for c-axis from the austenite to martensite phase, which was Δc /c = 6.56%. It is proposed that the strain accommodation occurs by different twin variant orientations. On the contrary, the thermal strain under the magnetic field of 5 T at 300 K in the ferromagnetic martensite phase was 720 ppm, indicating that the field aligned some of the twin variants. The magnetostriction at 300 K in the ferromagnetic martensite phase at 10 T is −100 ppm [19] .
We discuss the difference of the driving forces of the variant rearrangements in two cases. One is martensitic transformation, shown in Figure 5 , and the other is magnetostriction [19] . In the former case, the driving force is originated from phase transformation. Therefore, the magnitude is great and, as a consequence, the phase-induced variant rearrangements are easy and occur throughout the sample. For the latter case, the magnetic field-induced twin boundary motion is driven by the limited magnetic anisotropy energy, which is lower than the martensitic phase transformation driving force. Consequently, the variant orientation is limited by the mobile twin boundaries that are not pinned by any obstacles such as grain boundaries or defects. As a result, the variant rearrangement and magnetostriction are limited. Therefore, the magnetostriction is smaller than the strain at T M in the linear strain measurements. The magnetostriction of the polycrystalline Ni 50 Mn 28 Ga 22 alloy was reported by Murray et al. [18] . They mentioned that the strain in the martensite phase below T M is an order of magnitude smaller than that of a single crystal of the stoichiometric compounds [1] . They attributed this to the polycrystalline nature of the material or to the presence of impurities that impede twin boundary motion. The field-induced strain of Ni 50 Mn 28 Ga 22 increases on cooling from the austenite phase, leading to an abrupt increase with the appearance of the twin variant below T M . On heating from the martensite phase, an abrupt increase occurs in the field-induced strain around T M . They suggest that this is caused by lattice softening near T M . As for the thermal strain of Ni 52 Mn 25 Ga 23 , shown in Figure 5 , peaks appear for both T M and T R in zero field and all values of the magnetic field. The peak at T R , associated with heating, is larger than that at T M , associated with cooling. These peaks indicate that the lattice expands abruptly. Dai et al. [21] studied the elastic constants of a Ni 0.50 Mn 0.284 Ga 0.216 single crystal using the ultrasonic continuous-wave method. C 11 , C 33 , C 66 , and C 44 modes were investigated; every mode indicated abrupt softening around T M . This lattice softening appears to be affected by the abrupt expansion just above T M when cooling from the austenite phase. Barandiarán et al. [62] also suggest that physical reason of large variations at the martensite transformation temperatures is the lattice softening. Now, we describe Ni 41 Co 9 Mn 31.5 Ga 18.5 alloy, where the martensitic transformation and magnetic transition occur at the same temperature, T M . Polycrystal Ni 41 Co 9 Mn 31.5 Ga 18.5 shows the magnetostriction in steady magnetic fields [40] . When increasing the magnetic field, distinct magnetostriction was observed at the temperatures between T M and T R . The magnetic field dependences of magnetostriction and magnetization are shown in Figure 7 . These measurements were performed after zero fields cooling to the temperature of 300 K in the paramagnetic martensite phase. The magnetization shows metamagnetic transition. The magnetostriction was also observed at the same temperature, 350 K. The metamagnetism and magnetostriction are due to the magnetic field-induced magnetic transition and martensite transformation from the paramagnetic martensite phase to the ferromagnetic austenite phase. The magnitude of the magnetostriction was 1.1 × 10 −3 (0.11%) at maximum between 320 K and 360 K, which was approximately the same value as that of the thermal strain for the reverse martensite transformation. The magnitude of the magnetostriction of Ni 41 Co 9 Mn 31.5 Ga 18.5 is 10 times larger than that of Ni 52 Mn 25 Ga 23 . As for Ni 41 Co 9 Mn 31.5 Ga 18.5 , the metamagnetic transition and martensite transformation occurs simultaneously. Therefore, the magnitude is larger than the alloys, in which martensite transformation occurs in a ferromagnetic phase.
Previous MFIS measurements performed for 13.3In were under a compressive pre-strain of 100 MPa. However, the magnetostriction measurements in this study were performed under atmospheric pressure and without the compression pre-strain. The M-B curves and the thermal strain suggest that the magneto-structural transition of Ni 41 Co 9 Mn 31.5 Ga 18.5 alloy is sensitive to magnetic fields. The magnitude of the magnetic field strains and the magnetostrictions of the magnetic shape memory alloys are shown in Table 3 . Finally, we introduce a new measurement system for the magnetostriction or magnetic transformation in pulse magnetic fields. An in situ microscopic imaging observation system has been developed by Xu et al. [63] , and it was performed on Ni 45 Co 5 Mn 36.7 In 13.3 metamagnetic shape memory alloy in pulse magnetic fields (time constant is 4.6 ms). Magnetic field-induced reverse martensitic transformation and heating-induced martensitic transformation were directly observed by means of an optical microscope between 8.5 K and 180 K with a maximum field of 31 T. A fraction of the martensite phase was evaluated by contrast change from micrographs and critical magnetic fields were determined. Isothermal growth of martensite after magnetic field application was also clearly observed. Comparison between the micrographs after the application of a magnetic field and on cooling also revealed the nature of the adiabatic process under a strong driving force.
In the last part of the reference lists in this paper, some papers concerning to the magnetic shape memory alloys are listed denoted by A to C sign. A: Magnetic field influence on martensite transformation in ferromagnetic shape memory alloys and metamagnetic shape memory alloys [64] [65] [66] [67] [68] [69] [70] ; B: Magnetic anisotropy of the ferromagnetic shape memory alloys [71, 72] ; C: Magnetostriction [73, 74] .
Summary
Magneto-structural properties of novel Ni 2 MnGa type FSMAs in magnetic fields were introduced. These alloys indicate large magnetic field dependence of dT M /dB or dT R /dB when the martensite transformation (or reverse martensite transformation) and magnetic phase transition occur at the same temperature. A consideration by means of the phenomenological analysis by Satyanarayan et al. [46] and Nishiyama [47] was performed and it was explained that the Heusler alloys, which show re-entrant magnetism (high temperature phase: ferromagnetic austenite; low temperature phase: paramagnetic martensite), the sign of dT M /dB or dT R /dB is negative. Giant magnetic field-induced strain was determined with some novel alloys. Novel measurement system for investigation of the MFIS was also introduced.
